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MILITARY SPECIFICATION

HOSE AND HOSE ASSEMBLIES, RUBBER: FUEL AND OIL

This amendment forms a part of MIL-H-13444E, dated 8 January 1986, and is
approved for use by all Departments and Agencies of the Department of
Defen9e.
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2.1.1, Under “SPECIFICATIONS,FEDERAL”, delete:

“QQ-P-416 - Plating. Cadmium (Electrodeposited).”

2.1.1, Under “SPECIFICATIONS,MILITARY”, delete:

‘“MIL-C-81562 - Coating, Cadmium, Tin-Cadmium and Zinc
(Mechanicallydeposited).”
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2.2, Under “ASTM”, after “B633”, add:

‘<ASTMB695 - Coatings of Zinc MechanicallY Deposited on
Iron and Steel.”
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3.3.3.1: Dalete and substitute:

“3.3.3.1 Steel fittings, except stainless when
furnished, shall be zinc pla~ed in accordance with ASTM B633, t~ II, Fe/Zn
5, or ASTM B695, type II, class 5.”
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